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The error was in Figure 1. Instead of the old version of Figure 1, the following figure is correct and should replace the

figure shown in the original paper.1

1M. C. Salvadori, F. S. Teixeira, M. Cattani, and I. G. Brown, “Electrical conductivity of platinum-implanted polymethylmethacrylate nanocomposite,”

J. Appl. Phys. 110, 114905 (2011).

FIG. 1.
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